C16.54
LUBRICATING OIL, AIRCRAFT PISTON ENGINE (DESC APR 1996)


Lubricating oil shall conform to the Society of Automotive Engineers (SAE) Standard J 1899 (latest revision).


(a)  CLASSIFICATION.  The lubricating oils shall be furnished in the following grades:


SAE Viscosity Grade 
Military 
NATO Code Number 
National Stock Number

40
Type III
0-123
9150-01-429-0413


60
Type II
0-128
9150-00-753-5059


(b)  QUALIFICATION.


(1)  The lubricating oil shall be only those products authorized by the qualification activity for listing on the lastest qualified products list (QPL-J 1899).  Detailed information on the procedures to be followed when submitting a candidate lubricating oil are available from--




NAVAL AIR SYSTEMS COMMAND




AIR-4.4.5




1421 JEFFERSON DAVIS HIGHWAY




ARLINGTON, VA  22243-5120



(2)  Interim qualification approval will be granted upon the successful completion of all specification requirements with the exception of the 12-month storage stability test.



(3)  Requalification shall be required in the event any change is made in the source or composition of the lubricant, the ingredients used, the manufacturing process, or the plant location.




(DESC 52.246-9FKQ)

