C16.55
LUBRICATING OIL, AIRCRAFT PISTON ENGINE (NONDISPERSANT MINERAL OIL) (DESC AUG 2001)

Lubricating oil shall conform to the Society of Automotive Engineers (SAE) Standard J 1966 (latest revision).


(a)  CLASSIFICATION.  The lubricating oils shall be furnished in the following grades:


SAE Viscosity Grade 
Military 
NATO Code Number 
National Stock Number



60
1120
None
9150-01-430-2884


(b)  QUALIFICATION.


(1)  The lubricating oil shall be only those products authorized by the qualification activity for listing on the latest qualified products list (QPL-J 1966).  Detailed information on the procedures to be followed when submitting a candidate lubricating oil are available from--




NAVAL AIR SYSTEMS COMMAND




FUELS AND LUBRICANTS DIVISION, AIR-4.4.5




BLDG 2360




22229 ELMER ROAD  UNIT 4




PATUXENT RIVER  MD  20670-1534



(2)  Requalification shall be required in the event any change is made in the source or composition of the lubricant, the ingredients used, the manufacturing process, or the plant location.





(DESC 52.246-9FKW)

